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covering the doped epitaxial material to cover the cap layer
together with the outer spacer without directly contacting the
lightly doped drain.
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1
SEMICONDUCTOR STRUCTURE AND
FABRICATION METHOD THEREOF

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention generally relates to a semiconductor
structure and a method for making the semiconductor struc-
ture. In particular, the present invention is directed to a semi-
conductor structure with a complete lightly doped drain
region which is sandwiched between a cap layer and a doped
epitaxial material and a method for making the semiconduc-
tor structure to improve the reliability of the semiconductor
structure.

2. Description of the Prior Art

In order to increase the carrier mobility of a semiconductor
element, an advanced approach applies a stress to a gate
channel. For example, an optional compressive or tensile
stress may be applied to the gate channel. When it comes to a
compressive stress which is required to be applied to the gate
channel, the use of a SiGe epitaxial material is a popular
fashion. A suitable compressive stress is generated towards
the gate channel by means of larger germanium atoms in the
SiGe epitaxial material.

It is also known that the stress is more effectively delivered
to the gate channel of a semiconductor element and to adjust
the carrier mobility when the stress source is closer to the gate
channel so a recess is usually constructed adjacent to the gate
structure, preferably with a collaterally formed tip deeply
penetrating the gate channel, to deliberately deliver the stress
to the gate channel. However, the reliability of the semicon-
ductor structure would be susceptible to such approach.

Accordingly, a novel semiconductor structure is still
needed to exhibit a better reliability.

SUMMARY OF THE INVENTION

Given the above, the present invention proposes a novel
semiconductor structure and a novel method for making the
semiconductor structure to exhibit a better reliability. For
example, the novel semiconductor structure of the present
invention has a complete lightly doped drain region sand-
wiched between a cap layer and a doped epitaxial material to
show an improved element reliability. Or alternatively, the
novel semiconductor structure of the present invention has a
cap layer to segregate a lightly doped drain region from a
silicide so that the lightly doped drain region does not directly
contact the silicide and makes itself a complete lightly doped
drain region.

The present invention in a first aspect proposes a semicon-
ductor structure. The semiconductor structure at least
includes a substrate, a gate structure, at least one recess, a
doped epitaxial material, a lightly doped drain region (LDD),
acap layer and a silicide. The gate structure is disposed on the
substrate. At least one recess is disposed in the substrate and
adjacent to the gate structure. The doped epitaxial material
fills up the at least one recess. The lightly doped drain region
is disposed at a top region of the doped epitaxial material. The
cap layer includes an undoped epitaxial material, is disposed
on the doped epitaxial material and covers the doped epitaxial
material.

In one embodiment of the present invention, the semicon-
ductor structure of the present invention further includes an
interlayer dielectric layer and a contact plug. The interlayer
dielectric layer covers the cap layer and the gate structure.
The contact plug is disposed in the interlayer dielectric layer
and electrically connected to the cap layer
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In another embodiment of the present invention, the semi-
conductor structure of the present invention further includes a
silicide which at least partially covers the cap layer and is
completely covered by the contact plug. In particular, the cap
layer further segregates the lightly doped drain region from
the silicide so that the lightly doped drain region is in no way
in direct contact with the silicide.

In another embodiment of the present invention, the semi-
conductor structure of the present invention further includes a
silicide which is disposed on the cap layer and completely
covers the cap layer.

In another embodiment of the present invention, the gate
structure includes a spacer simultaneously in direct contact
with both the cap layer and the lightly doped drain region.

In another embodiment of the present invention, the gate
structure further includes an outer spacer disposed outside of
the spacer and the outer spacer as well as the silicide together
cover the cap layer.

In another embodiment of the present invention, at least
one recess includes a tip disposed under the gate structure.

In another embodiment of the present invention, the lightly
doped drain region overlaps the tip of at least one recess.

In another embodiment of the present invention, the lightly
doped drain region completely overlaps the top region of the
doped epitaxial material and extends to below the gate struc-
ture.

In another embodiment of the present invention, the gate
structure is a PMOS gate or an NMOS gate.

In another embodiment of the present invention, the doped
epitaxial material includes two different tetravalent elements,
such as Si and C, or Si and Ge.

In another embodiment of the present invention, the lightly
doped drain region completely overlaps the top of the doped
epitaxial material and extends to below the gate structure.

The present invention in a second aspect proposes a
method for forming a semiconductor structure. First, a sub-
strate is provided. The substrate has a gate structure disposed
on the substrate, and at least one recess disposed in the sub-
strate and adjacent to the gate structure. Second, a doped
epitaxial material layer is formed to fill up the at least one
recess. Then, a doping step is carried out to form a complete
lightly doped drain region disposed at a top region of the
doped epitaxial material layer. Later, a cap layer is formed.
The cap layer includes an undoped epitaxial material, is dis-
posed on the lightly doped drain region and covers the lightly
doped drain region.

Inone embodiment of the present invention, the method for
forming a semiconductor structure further includes a step to
form an outer spacer to surround the gate structure and to
partially cover the cap layer.

In another embodiment of the present invention, after
forming the outer spacer the method for forming a semicon-
ductor structure further includes the following steps. First, a
heavily doping step is carried out to form a source/drain
region in the cap layer and in the doped epitaxial material
layer. Then, an interlayer dielectric layer is formed to cover
the cap layer and the gate structure.

In another embodiment of the present invention, the
method for forming a semiconductor structure further
includes the following steps. A silicide layer is formed to
completely cover the cap layer before the interlayer dielectric
layer is formed. Then, a contact plug is formed so that the
contact plug penetrates the interlayer dielectric layer, par-
tially covers the silicide layer which is disposed on the cap
layer and is electrically connected to the cap layer.

In another embodiment of the present invention, the
method for forming a semiconductor structure further
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includes the following steps after the interlayer dielectric
layer is formed. A silicide layer then a contact plug are formed
so that the contact plug penetrates the interlayer dielectric
layer, completely covers the silicide layer which is disposed
on the cap layer and is electrically connected to the cap layer.

In another embodiment of the present invention, the doping
step is a tilt angle implantation step so that the lightly doped
drain region completely overlaps the top of the doped epi-
taxial material layer and extends to below the gate structure.

In another embodiment of the present invention, the lightly
doped drain region overlaps the tip of the at least one recess
and the tip extends to below the gate structure.

In another embodiment of the present invention, the gate
structure is a PMOS gate or an NMOS gate.

In another embodiment of the present invention, the doped
epitaxial material includes two different tetravalent elements,
such as Si and C, or Si and Ge.

These and other objectives of the present invention will no
doubt become obvious to those of ordinary skill in the art after
reading the following detailed description of the preferred
embodiment that is illustrated in the various figures and draw-
ings.

BRIEF DESCRIPTION OF THE DRAWINGS

FIGS. 1 to 10 illustrate an exemplary process to form the
semiconductor element of the present invention.

DETAILED DESCRIPTION

The present invention provides a novel semiconductor
structure which has a complete lightly doped drain region
sandwiched between a cap layer and a doped epitaxial mate-
rial to show an improved element reliability. Or alternatively,
the novel semiconductor structure of the present invention has
acap layer which segregates a lightly doped drain region from
a silicide so that the lightly doped drain region does not
directly contact the silicide and makes itself a complete
lightly doped drain region. A complete lightly doped drain
region helps to raise the saturated current value (I,,) of the
semiconductor element.

The present invention in a first aspect provides a method for
forming a semiconductor structure to obtain a complete
lightly doped drain region which has not been slashed. Please
refer to FIGS. 1 to 9 which illustrate a process to form the
semiconductor element of the present invention. First, as
shown in FIG. 1, a substrate 101 is provided. The substrate
101 may be a doped semiconductive material, such as doped
Si. In addition, there may be several shallow trench isolations
102 for use as electric segregation in the substrate 101 as well
as several doped wells (not shown) formed in advance.

The following steps may be a possible way to form the
shallow trench isolations 102. First, a hard mask (not shown)
is used to etch the substrate 101 to form several trenches (not
shown) for the shallow trench isolations 102. In particular, the
region 103 of the substrate 101 may be used for an NMOS or
a PMOS, to use embedded SiGe for PMOS or to use embed-
ded SiC for NMOS to improve the carrier mobility of the
MOS properties. Later, an isolation material (not shown) is
used to fill the previously formed trenches (not shown) to
obtain the needed shallow trench isolations 102 after the
planarization is carried out and the excess isolation material
(not shown) and the hard mask (not shown) are removed.

Further, a gate structure 110 may be formed on the sub-
strate 101 in the region 103. The gate structure 110 may be a
PMOS semiconductor gate or an NMOS semiconductor gate.
For example, the gate structure 110 may include an inner
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spacer 111, a gate dielectric layer 112, an optional high-k
dielectric layer (not shown), an optional barrier layer (not
shown), a gate material layer 113 and an optional top layer
(not shown). The gate dielectric layer 112 is in direct contact
with the substrate 101 for use as the electric isolation between
the gate structure 110 and the substrate 101. Besides, an
optional lightly drain doping (LDD) implanting step for the
NMOS may be carried out in advance.

Ifthe gate structure 110 is a Si gate, the gate dielectric layer
112 may include a Si compound, such as silicon oxide, silicon
nitride, silicon oxynitride or the combination thereof. If the
gate structure 110 is a metal gate, the gate dielectric layer 112
may include an oxide, such as silicon oxide. The optional
high-k dielectric layer may include a high-k material, such as
hafnium oxide (HfO,), hafnium silicon oxide, (HfSiO,),
hafnium silicon oxynitride (HfSiON), aluminum oxide
(Al,0;), lanthanum oxide (La,O;), tantalum oxide (Ta,Os),
yttrium oxide (Y,O;), zirconium oxide, (ZrO,), strontium
titanate oxide (SrTi0;), zirconium silicon oxide (ZrSiO,),
hafnium zirconium oxide (HfZrO,), strontium bismuth tan-
talite (SrBi,Ta,O,, SBT), lead zirconate titanate (PbZr Ti,_
%05, PZT), or barium strontium titanate (Ba,Sr, , TiO;, BST).
The barrier layer may serve to segregate the gate material
layer 113 and the bottom. The barrier layer may include a
metal compound, such as titanium nitride or TaN.

Second, at least one recess is formed in the substrate 101
adjacent to the gate structure 110. The procedures may be as
follows. First, as shown in FIG. 2, a material layer 119 is used
to evenly cover the substrate 101, the shallow trench isolation
102, and the gate structure 110. The material layer 119 may
include a Si compound, such as silicon oxide, silicon nitride,
silicon oxynitride or the combination thereof. Then, as shown
in FIG. 3, the material layer 119 is patterned to be the protec-
tive layers in other regions and to simultaneously turn this
material layer 119 in the region 103 to become a spacer 114
which surrounds the inner spacer 111 of the gate structure 110
to be part of the gate structure 110 after lithographic and
etching procedures. Preferably, these etching procedures may
also be used to remove part of the substrate 101 to obtain at
least one recess 120. Or, independent etching procedures may
also be used to remove part of the substrate 101 to obtain at
least one recess 120.

The etching procedures may be dry etching and wet etch-
ing and the recess 120 may have special 3-dimentional shapes
in accordance with different etching recipes. For example, a
dry etching is first carried out and followed by a wet etching
to laterally extend the recess 120 to partially occupy the gate
channel 104 below the gate structure 110. Simultaneously,
part of the recess 120 below the gate structure 110 may be in
a shape of a wedge so that the recess 120 may further include
a tip 121 disposed below the gate structure 110.

Next, please refer to FIG. 4, after a cleaning procedure, a
doped epitaxial material 122 is used to fill up the recess 120
by an epitaxial step. Optionally, before the growth of the
epitaxial material 122, a hydrogen pre-baking step may be
introduced or the growth of the doped epitaxial material 122
and the hydrogen pre-baking step are carried out in-situ. The
doped epitaxial material 122 usually includes at least two
different tetravalent materials and a suitable dopant. The two
different tetravalent materials may be Si and Ge, or Si and C.
The dopant may be B or P. Further, the doped epitaxial mate-
rial 122 may have several sections. For example, a buffer
layer (not shown) which is disposed at the bottom of the
recess 120 may include Ge of low concentration, and may
have no boron or a little of B, to reduce the dissimilarity of
different lattices with respect to the substrate 101. The bulk
layer (not shown) which is disposed in the middle of the
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recess 120 may include Ge of high concentration and a lot of
B, to mainly serve as the stress source of the gate channel 104.

Later, as shown in FIG. 5, a doping step is carried out in the
region 103, such as a PMOS region with the recess 120. For
example, first a lithographic step is used to define the PMOS
region for the lightly doped drain doping step. The lightly
doped drain doping step may be a vertical or a tilt angle
implantation step to form a lightly doped drain region (LDD)
123 disposed in the doped epitaxial material 122 at both sides
of the gate structure 110. The lightly doped drain region
(LDD) 123 is usually disposed at a top region of the doped
epitaxial material layer 122, and preferably entirely overlaps
the top region, and further extends to the substrate 101 below
the spacer 114 or even below the inner spacer 111.

In one embodiment of the present invention, the tilt angle
of the implantation step may be suitably adjusted so that the
lightly doped drain region (L.DD) 123 entirely overlaps the tip
121. Preferably, the lightly doped drain region (LDD) 123
may extend to the substrate 101 right below the spacer 114.
Optionally, a pocket implantation, i.e. a halo doping step may
also be carried out.

After that, as shown in FIG. 6, a cap layer 124 is formed on
the doped epitaxial material layer 122 and next to the spacer
114 to completely cover the doped epitaxial material layer
122 and the lightly doped drain region (LDD) 123 so that the
lightly doped drain region (LDD) 123 is disposed under the
cap layer 124, and the spacer 114 is capable of directly con-
tacting the lightly doped drain region (LDD) 123 and the cap
layer 124 atthe same time. The lightly doped drain region 123
is sandwiched between a bottom of the doped epitaxial mate-
rial 122 and the cap layer 124. The cap layer 124 includes an
undoped epitaxial material such as Si and Ge of low concen-
tration or no Ge at all, and the cap layer 124 is substantially in
particular dopant free.

Further, as shown in FIG. 7, an outer spacer 115 which
surrounds the gate structure 110 is formed outside of the
spacer 114 of the gate structure 110 so that the outer spacer
115 is on the top of the cap layer 124, and the outer spacer 115
of'the gate structure 110 may partially cover the cap layer 124.
The procedures to form the outer spacer 115 may be as fol-
lows. First, a material layer (not shown) is used to evenly
cover the shallow trench isolations 102, the gate structure 110
and the cap layer 124. The material layer (not shown) may
include a Si compound, such as silicon oxide, silicon nitride,
silicon oxynitride or the combination thereof. Then, the mate-
rial layer (not shown) is patterned to become the outer spacer
115 which surrounds the spacer 114 of the gate structure 110
to be part of the gate structure 110 after some suitable etching
procedures.

Continuing, as shown in FIG. 8, a heavily doping proce-
dure is carried out on the cap layer 124 to form a source
doping region 125 and a drain doping region 126 together.
Preferably, the source/drain implanting procedure may pen-
etrate the cap layer 124 and the complete lightly doped drain
region (LLDD) 123 to deeply reach the doped epitaxial mate-
rial 122. Further, due to the shielding of the outer spacer 115,
the source doping region 125 and the drain doping region 126
may not entirely overlap the complete lightly doped drain
region (LDD) 123 and the cap layer 124. At the same time, the
source doping region 125 and the drain doping region 126
may not directly contact the spacer 114. Optionally, there may
be an annealing step to follow the heavily doping procedure.
The annealing step may be a conventional source/drain
annealing step, such as a rapid thermal annealing step (RTA)
or laser annealing, to activate the dopant in the source/drain
implanting procedure to simultaneously forma source 125
and a drain 126 in the substrate 101.
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Afterwards, as shown in FIG. 9, optionally a silicide 127
may be formed to cover the doped epitaxial material 122 to
lower the sheet resistance of contact plugs (not shown) of the
semiconductor element. Generally speaking, the silicide 127
is disposed at the exposed surface of cap layer 124 to cover
cap layer 124 together with the outer spacer 115. The proce-
dures to form the silicide 127 may be as follows. First, a
suitable metal such as Ti, Ni or Co (not shown) is used to
completely cover the shallow trench isolations 102, the gate
structure 110 and the surface of the cap layer 124. Later, a
thermal step is carried out to let the metal react with Si to form
the silicide 127. At last, the unreacted metal is removed and
another optional thermal step may be carried out.

Since only the cap layer 124 contains silicon and both the
surface of the shallow trench isolations 102 and the gate
structure 110 are silicon free, the metal can only react with the
cap layer 124 and the resultant silicide 127 is only present at
the exposed surface of the cap layer 124. If the top of the cap
layer 124 is higher than the top of the shallow trench isola-
tions 102, the resultant silicide 127 may be also present above
the shallow trench isolations 102, and at the sides of the cap
layer 124. In addition, the cap layer 124 segregates the com-
plete lightly doped drain region 123 from the silicide 127 so
that the lightly doped drain region 123 is in no way in direct
contact with the silicide 127.

Alternatively, as shown in FIG. 10, optionally the silicide
127 may be formed after the formation of an interlayer dielec-
tric layer 129 so that a contact plug 128 which is disposed in
the interlayer dielectric layer 129 may completely cover the
silicide 127 and is electrically connected to the cap layer 124
to lower the sheet resistance of contact plugs 128 of the
semiconductor element. For example, first the interlayer
dielectric layer 129 is formed to completely cover the cap
layer 124 and the gate structure 110. Then, the interlayer
dielectric layer 129 is etched to form a contact hole (not
shown) which exposes the cap layer 124. The contact hole
(not shown) may be filled with a suitable metal such as Ti, Ni
or Co (not shown) after a thermal step to form the silicide 127
and the unreacted metal may be replaced by a contact plug
metal to form a contact plug 128 which penetrates the inter-
layer dielectric layer 129. Or alternatively, the metal to form
the silicide 127 remains in the contact hole (not shown) to
serve as the contact plug 128 as well.

Following this, other needed semiconductor steps may be
carried out, such as to replace the gate material layer 113 with
an apt metal material to obtain a metal gate, the formation of
contact holes, or the formation of contact plugs . . . etc. The
contact plugs (not shown) for the source 125 and the drain 126
may have asymmetric shapes, such as in a rectangular shape
for one and in a shape of an extending strip for the other. These
necessary steps are well known to persons in the art and the
details will not be elaborated here.

By the way, one of the features of the present invention
resides in that the doping step in the region 103 for the
complete lightly doped drain region (LDD) 123 is always
carried out after the formation of the recess 120 so that the
etching of the recess 120 does not jeopardize the doping step
in the region 103 for the complete lightly doped drain region
(LDD) 123. Besides, since the cap layer 124 segregates the
complete lightly doped drain region 123 from the silicide 127,
the resultant silicide 127 does not consume or not directly
contact the complete lightly doped drain region (LDD) 123.
In such a way, a semiconductor structure 100 with a complete
lightly doped drain region is obtained. Were it not for this and
the doping step in the region 103 for the complete lightly
doped drain region (LDD) 123 being carried out before the
formation of the recess 120, the etching of the recess 120
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would be bound to damage the profile of the lightly doped
drain region (LDD) 123 or even slash the LDD region no
matter how perfect the profile of the lightly doped drain
region may be. In such a way, the lightly doped drain region
(LDD) 123 would be greatly deficient and it would cause the
semiconductor element to have poor saturated current value
(1,,,) and jeopardize the reliability of the semiconductor
structure. Another feature of the present invention resides in
that no spacers of the gate structure needs slashing and the
complete lightly doped drain region (LDD) is still capable of
extending to the substrate below the spacers to reach the gate
channel.

Those skilled in the art will readily observe that numerous
modifications and alterations of the device and method may
be made while retaining the teachings of the invention.
Accordingly, the above disclosure should be construed as
limited only by the metes and bounds of the appended claims.

What is claimed is:

1. A semiconductor structure, comprising:

a substrate;

a gate structure disposed on said substrate;

at least one recess disposed in said substrate, adjacent to
said gate structure;

adoped epitaxial material filling up said at least one recess;

a lightly doped drain region disposed within said doped
epitaxial material and at a top of said doped epitaxial
material; and

a cap layer comprising an undoped epitaxial material, dis-
posed on said doped epitaxial material and covering said
doped epitaxial material, wherein said lightly doped
drain region is sandwiched between a bottom of said
doped epitaxial material and said cap layer; and

an outer spacer surrounding said gate structure and being
on the top of said cap layer.

2. The semiconductor structure of claim 1, further com-

prising:

a silicide at least partially covering said cap layer, wherein
said cap layer segregates said lightly doped drain region
from said silicide so that said silicide does not contact
said lightly doped drain region.

3. The semiconductor structure of claim 2, further com-

prising:

an interlayer dielectric layer covering said cap layer and
said gate structure; and

a contact plug disposed in said interlayer dielectric layer
and electrically connected to said cap layer, wherein said
silicide disposed on said cap layer and completely cov-
ering said cap layer.

4. The semiconductor structure of claim 2, further com-

prising:

an interlayer dielectric layer covering said cap layer and
said gate structure; and

a contact plug disposed in said interlayer dielectric layer
and electrically connected to said cap layer, wherein said
silicide disposed on said cap layer so that said contact
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plug completely covers silicide, and said outer spacer,
said interlayer dielectric layer and said silicide together
cover said cap layer.

5. The semiconductor structure of claim 1, further com-
prising a spacer disposed between said gate structure and said
outer spacer, and said cap layer and said spacer together cover
said lightly doped drain region.

6. The semiconductor structure of claim 1, wherein said
gate structure further comprises a spacer simultaneously in
direct contact with both said cap layer and said lightly doped
drain region.

7. The semiconductor structure of claim 1, wherein said at
least one recess further comprises a tip disposed under said
gate structure and said lightly doped drain region overlaps
said tip.

8. The semiconductor structure of claim 1, wherein said
lightly doped drain region extends to below said gate struc-
ture.

9. The semiconductor structure of claim 1, wherein said
gate structure is one of a PMOS gate and an NMOS gate.

10. The semiconductor structure of claim 1, wherein said
doped epitaxial material comprises two different tetravalent
elements.

11. The semiconductor structure of claim 1, wherein said
lightly doped drain region completely overlaps said top of
said doped epitaxial material and extends to below said gate
structure.

12. The semiconductor structure of claim 1, further com-
prising a source doping region disposed in said cap layer,
wherein said source doping region does not entirely overlap
said cap layer.

13. A semiconductor structure, comprising:

a substrate;

a gate structure disposed on said substrate;

at least one recess disposed in said substrate, adjacent to
said gate structure;

adoped epitaxial material filling up said at least one recess;

a lightly doped drain region disposed at a top of said doped
epitaxial material;

a cap layer comprising an undoped epitaxial material, dis-
posed on said doped epitaxial material and covering said
doped epitaxial material;

a silicide at least partially covering said cap layer, wherein
said cap layer segregates said lightly doped drain region
from said silicide so that said silicide does not contact
said lightly doped drain region;

an interlayer dielectric layer covering said cap layer and
said gate structure;

a contact plug disposed in said interlayer dielectric layer
and electrically connected to said cap layer; and

an outer spacer surrounding said gate structure, wherein
said silicide disposed on said cap layer so that said
contact plug completely covers silicide, and said outer
spacer, said interlayer dielectric layer and said silicide
together cover said cap layer.
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